
  Characteristic Unit of meas. Specifications Values Sample No___________________________________________________________________________
| ODav                  | mm |          15,835  - 15,915 |  15,875 |  1 |___________________________________________________________________________
| Smin | mm | >=0,810 |  0,810 |  1 |___________________________________________________________________________
| Smax | mm | <=0,990 |  0,880 |  1 |___________________________________________________________________________
| LENGTH | mm | >=50000 |  50150 |  1 |___________________________________________________________________________
| Rm | N/mm² | >=220,0 |  243,9 |  1 |___________________________________________________________________________
| A50 | % | >=40,0 |  52,4 |  1 |___________________________________________________________________________
| EXPANSION | % | >=30,0 |  OK |  1 |___________________________________________________________________________
| C TOT. RES. ΙΝ. | mg/dm² | <=0,38 |  0,08 |  1 |___________________________________________________________________________
| ECT EN 1971 | % | 100 |  OK |  - |___________________________________________________________________________

 according to EN 12735-1, R220.
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